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Client:  Elton Group Pty Ltd 

Product 
Type:  

 16 mm Fibreboard (AS/NZS1859 Part 
2)   

 
 

The Fibreboard sample supplied by Elton Group Pty Ltd , 
identified as 'Echolinear Board manufactured by Fantoni, 
Italy' and received on 27 Apr 2010  has been tested for 
Formaldehyde Emission in accordance with AS/NZS 4266:16 
Formaldehyde Emission - Desiccator Method.  The sample 
result was 0.37 mg/l which meets the requirements for Class 
E0 as specified in AS/NZS1859 Part 2 i.e. less than 1 mg/l. 
This Certificate relates to the ATCA Report No. 21964, dated 
8 June, 2010  

 
   

Approved Signatory: Vince Wilkinson  

 

NATA Accredited Laboratory Number 1492 
NATA endorsed test report. This document shall not be 
reproduced except in full.  
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